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Company Name 

shown on Report  

YIWU SPECIAL EAGLE TECHNOLOGY CO., LTD. 

Address  8TH FLOOR, BUILDING B, NO. 2 HOUXI ROAD, NIANSANLI SUBDISTRICT, 

YIWU CITY, ZHEJIANG PROVINCE 

 

The following sample(s) and sample information was/were submitted and identified by/on the behalf of  

the client 

Sample Name                 Belt buckle 

Color Yellow 

Sample Received Date Apr. 3, 2026 

Testing Period Apr. 3, 2026 to Apr. 7, 2026 

 

Test Conducted:  

As requested by the applicant. For details refer to next page(s) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Approved by 
    

 Hill Zheng 

Technical 

Manager 

 

  

Date Apr. 9, 2026 No. T297677509 

Centre Testing International Group Co.,Ltd. 

CTI Building, Xing Dong Community, Xin’an Sub-district, Bao’an District, Shenzhen City, Guangdong Province, P.R. China 
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Executive Summary: 

 

TEST REQUEST CONCLUSION 

Annex XVII of European regulation (EC) No. 1907/2006 (REACH) with Amendment(s)  

- Cadmium and its compounds PASS 

- Lead and its compounds PASS 

   

For chemical test, the tested component(s) is/are identified by the client. 

 

************* For further details, please refer to the following page(s) ************* 
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Annex XVII of European regulation (EC) No. 1907/2006 (REACH) with Amendment(s) 

▼Cadmium and its compounds 

 Entry 23, annex XVII of European regulation (EC) No. 1907/2006 (REACH) with amendments No. 552/2009 

& (EU) 2016/217 

 Test Method: Refer to US EPA 3050B:1996 & US EPA 6010D:2018; Test Equipment: ICP-OES 

 

Tested Item(s) 
Result (mg/kg) MDL 

(mg/kg) 

Limit 

(mg/kg) 001 

Cadmium (Cd) N.D. 2 100 

 

Remark: 

- MDL = Method Detection Limit 

- N.D. = Not Detected (<MDL) 

- mg/kg = ppm = parts per million 

 

 

▼Lead and its compounds 

 Entry 63, annex XVII of European regulation (EC) No. 1907/2006 (REACH) with amendments  

(EU) 2023/923 

 Test Method: Refer to US EPA 3050B:1996 & US EPA 6010D:2018; Test Equipment: ICP-OES 

 

Tested Item(s) 
Result (mg/kg) MDL 

(mg/kg) 

Limit 

(mg/kg) 001 

Lead (Pb) N.D. 2 500 

 

Remark: 

- MDL = Method Detection Limit 

- N.D. = Not Detected (<MDL) 

- mg/kg = ppm = parts per million 

 

      

Tested Sample/Part Description 

No. CTI Sample ID Description 

1 001 Golden metal(main body) 
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Photo(s) of the sample(s) 

       

Statement: 

1. This report is considered invalidated without approval signature, special stamp; 

2. The Company Name shown on Report and Address, the sample(s) and sample information was/were 

provided by the applicant who should be responsible for the authenticity which CTI hasn’t verified; 

3. The result(s) shown in this report refer(s) only to the sample(s) tested; 

4. Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for  

Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022; 

5. Without written approval of CTI, this report can’t be reproduced except in full. 

*** End of Report *** 
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